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1. Objective 

The objective of this research program is to investigate experimentally the 

transient strain and stress distributions in the vicinity of a running crack in engineering 

materials. 

2. Precis of Significant Accomplishments 

ONR Research Grant No. N00014-89-J-1276 commenced on November 1, 1988, to 

continue the study of dynamic crack propagation in real engineering materials. The 

sensitive Moire interferometry as well as the traditional geometric moire was used to 

analyze dynamic crack propagation in somewhat brittle material and rapid tearing in 

ductile material. A specially configured image converter camera, i.e., a four-frame 

IMACON 790 camera, was used to record the transient Moire interferometry patterns 

corresponding to either u- and/or v-displacement fields surrounding a rapidly propagating 

brittle crack in Homalite SEN specimens. Of the two displacement fields, the u- 

displacement field provided a more accurate dynamic stress intensity factor, K|dyn, and 

remote stress component, o0x- The o0x. which is identified in today's nomenclature as the 

T-stress component, together with K|dyn controlled the directional stability of a 

propagating mode I crack. 

Effort was also expended in developing a Moire interferometry technique suitable 

for both small and large deformations. The composite grating (UWA/DME/TR-87/57), 

which was used to measure strains up to two to three percent, was one such effort At 

larger strains, however, the Moire grating loses its diffractive capability and geometric 

Moire becomes an attractive alternative*. Geometric Moire was thus used to record the 

vertical and horizontal displacement fields associated with stable crack growth of 10 - 

20 mm in 2024-T3 aluminum SEN specimens. To no surprise, the J-integral was not path 

independent for crack extension in excess of 2 mm. The HRR v-displacement, which was 

computed by using the near-field J-integral, was in reasonable agreement with the 

measured v-displacement at distance of r > 6 mm from the crack tip but no such 

agreement was found with the HRR u-displacement. 

* The first ONR technical report of 1965 dealt with the use of geometric Moire for transient analysis of fracturing 
epoxy plates. 



Effort was also expended in developing an analytical procedure for predicting axial 

crack propagation and arrest in a pressurized airplane fuselage. The crack curving and 

hence the crack arrest potential of a rapidly propagating axial crack along a multiple site 

damage (MSD) in a fuselage lap joint was considered. The crack curving criterion, which 

was developed under a previous ONR contract (TR No. 41, October 1981 and TR No. 42, 

November 1981), together with a large deformation elastic-plastic finite element code 

was used to assess the capability of a tear strap for deflecting the propagating axial 

crack. Two ONR Technical Reports were written and an elastic crack propagation and 

kinking criterion in the presence of mixed modes I and II stress intensity factors was 

proposed. Self-similar crack extension was postulated when K| > K|C, despite the presence 

of a substantial Kn, in order to account for the extensive crack extension in the Aloha 

Airlines B737-200 fuselage failure. These reports were instrumental in part, for a FAA 

grant on "Axial Crack Propagation and Arrest in Pressurized Fuselage." 

The Dadkhah data (1988) was also re-analyzed to provide an experimental 

justification of the two-parameter, J-T and J-Q ductile fracture theories. The second 

order displacement components in the J-T and J-Q theories were obtained by subtracting 

the previously derived HRR displacements from the measured crack-tip displacements. 

The second order v-displacement was an order of magnitude smaller than the 

corresponding second order u-displacement which was nearly equal to the HRR u- 

displacement but negative in value. Moreover, the second order u-displacement exhibited 

a weak singularity of r005 for the 2024-0 aluminum specimen and would have resulted in 

a second order strain singularity of r105. This is a stronger singularity than the 

corresponding HRR u-displacement and violates the basic premise of the asymptotic 

solution, which is the basis of the J-T and J-Q theories, for the crack tip stress field. 

In order to extend Moire interferometry into the ductile fracture domain, which 

heretofore was covered by geometric Moire, a new procedure for measuring large strains 

in the vicinity of a crack tip was developed in 1993 (UWA/DME/TR-93-73). The method 

uses a low-spatial frequency, i.e. from 160 lines/mm to 10 lines/mm and a steep grating 

on a mirror-finished specimen surface to achieve high contrast Moire fringes. A special 

four beam Moire interferometry bench was designed and constructed for use with this low 

frequency grating This procedure has been used exclusively in our dynamic ductile 

fracture studies since 1993. 



Also Moire interferometry with two line densities of 1200 and 40 lines per mm was 

used to analyze a stationary and stably extending crack in thin 2024-T3 aluminum, single 

edge notched (SEN) specimens (UWA/DME/TR93-72) J-integral values for various 

integration contours were computed from these Moire displacement fields during crack tip 

blunting and subsequent crack extension. As expected, the near- and far-field J-integral 

values prior to stable crack growth coincided with the LEFM strain energy release rate, G, 

and validated the experimental procedure. The far field J increased but the near field J 

decreased continuously with increasing stable crack growth. The HRR displacement field, 

which was computed from the experimentally determined far-field J, agreed with the 

measured displacements prior to stable crack growth. However, these HRR displacements 

progressively deviated from the measured values with increasing crack extension. The 

results of this and previous studies showed that in the presence of stable crack growth 

under a state of plane stress, the J-estimation procedure in the EPRI Elastic-Plastic 

Fracture Analysis Handbook grossly over estimates the crack-tip J value and the HRR field 

was not detectable. 

A numerical analysis was also conducted by inputting the measured displacements 

along a cross section of 41.6 (height) x 25.4 (width) mm straddling the crack with a finite 

element (FE) code based on the theory of incremental plasticity. The J integrals were 

evaluate along the same contours used in the experiments. Both plane strain and plane 

stress states were analyzed and the plane stress results were compared with the 

experimental results. The experimentally and numerically determined plane stress J 

integral values, with crack extension, were in good agreement with each other. The 

computed plane strain J-integrals were larger than the plane stress counterparts and 

showed a similar trend of decreasing J-values with decreasing contour sizes. These plane 

stress and plane strain results are in qualitative agreement with the finite element (FE) 

results by Brock and Yuan [1] for a nickel alloy CT specimen. 

The measured crack tip opening angle (CTOA), which is the angle from the crack tip 

to the crack opening displacement (COD) 1 mm away, initially increased and then remained 

at a lower constant value throughout crack extension. This trend is consistent with the 

experimental results of Dawicke et al. [2]. The CTOA computed by the near-field J is in 

reasonable agreement with its measured counterpart. 



Recent results by Sutton and Chao et al [3] at the University of South Carolina and 

Chiang [4] at SUNY Stony Brook using different experimental techniques are in essential 

agreement with our results. With these added experimental verifications, the ASTM 

procedure, which is based solely on the far field J integral value for evaluating the J 

resistance, JR, is fundamentally flawed since J ceased to characterize the crack tip state. 

More recently, 80 and 40 lines/mm Moire gratings were used to record the v- 

displacement fields of rapidly fracturing 7075-T6 and 2024-T3 aluminum SEN specimens 

of 1.6 mm thickness with an IMACON 790 camera. The hybrid experimental-numerical 

analysis was used to determine the dynamic fracture parameters which may control rapid 

fracture of ductile materials. The transient displacement field surrounding a rapidly 

propagating crack, which was recorded by Moir6 interferometry, together with the crack 

extension history, was used to drive a dynamic elasto-plastic finite element (FE) model of 

the fracturing SEN specimen in its generation mode. The measured and computed crack 

tip opening angles (CTOA) coincided after dropping from an initial high value and remained 

constant during crack propagation. However, another study funded by FAA has shown that 

the CTOA is invariant with the thickness of the specimen and does not reflect the 

reduction in ductility with increased thickness of a fracture specimen.. 

As an alternative to the J-integral, the T*e integral [5] which represents the energy 

dissipated in a narrow strip of width 2e straddling the propagating crack was computed 

using the recorded transient displacements.    The T*e in this study increased to a constant 

value with crack propagation in contrast to the near-field J which decreased 

precipitously with crack extension. The T*e versus crack velocity relation showed a 

stationary T*E during the crack acceleration phase and the dynamic crack arrest T*e was 

higher than the initiation T*e- The results are consistent with the well-known KID versus 

crack velocity relation for brittle material. The dynamic arrest CTOA, on the other hand, 

was lower than the initiation CTOA and is inconsistent with the KID versus crack velocity 

relation. These findings suggest that T*e could be a suitable ductile crack propagation 

and arrest criteria under rapid crack propagation while dynamic J and CTOA are not 

suitable dynamic fracture parameters- 
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2. Navy Relevance 

Most of the naval structures are fabricated with ductile materials, such as medium 

strength steel and aluminum. While the utmost concern is to avoid catastrophic failure in 

the aging naval structures, a secondary concern is to predict the extent of maxmum crack 

extension or to design crack arresters in the event of a rapid crack propagation triggered 

by the unavoidable hostile environment. The popular J-integral criterion, currently in use 

by USN, has been shown by the PI and others to lack physical significance. On the other 

hand, the T*e shows promise as a dynamic ductile crack propagation and   an dynamic crack 

arrest   criteria 
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